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Experimental pattern: 3506_ 1(1131_21
30.04 [00-083-0539] Si 02 Silicon {xide Quartz
[00-041-1481] (Ca, Na ) ( §] , Al )4 08 Sodium Calcium Aluminum Silicate Anorthite, sodian, disordered
[00-043-0685] KAI2 ( Si3AI} 010 ( O H )2 Potassium Aluminum Silicate Hydroxide llite-2\TM\RG#2 [NR]
26.0 - [00-083-1388] Mg1.25
[00-009-0456] Na Al Si3 08 §odjum Aluminum Silicate Albite, ordered
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